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Steel grate | Poly-Met® grate
Full coating weight 41.5 [t] 27.6 [t]
Hardness 286 — 340 |[BHN] 440 — 520 [BHN]
Total free area 8.9 % 10.9 %

Keep slot from 70 to 74
mim in 5.3 months
(Estimate life 9 months)

Rigid slot Flexible slot

Increase from 64 to
Wear slot behavior 75(81) mm 1n 6 months
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Installation 2014-04-10 Remove 2014-09-24
Slot aperture 70 mm 73 mm
Open area 0.591 m2 0.622 m2
% Open area 10.9% 11.5%
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